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this section are limited to use as coat-
ings or components of coatings for arti-
cles intended for repeated food-contact 
use. 

[43 FR 44834, Sept. 29, 1978, as amended at 47 
FR 11843, Mar. 19, 1982; 47 FR 14699, Apr. 6, 
1982; 49 FR 10109, Mar. 19, 1984; 50 FR 1502, 
Jan. 11, 1985; 54 FR 24898, June 12, 1989; 61 FR 
14481, Apr. 2, 1996]

§ 177.1555 Polyarylate resins. 
Polyarylate resins (CAS Reg. No. 

51706–10–6) may be safely used as arti-
cles or components of articles intended 
for use in contact with food in accord-
ance with the following prescribed con-
ditions: 

(a) Identity. Polyarylate resins (1, 3-
benzenedicarboxylic acid, diphenyl 
ester, polymer with diphenyl 1,4-
benzenedicarboxylate and 4-4′-(1-
methylethylidine) bis(phenol)) are 
formed by melt polycondensation of 
bisphenol-A with diphenylisophthalate 
and diphenylterephthalate. 

(b) Specifications. (1) The finished co-
polymers shall contain from 70 to 80 
weight percent of polymer units de-
rived from diphenylisophthalate and 20 
to 30 weight percent of polymer units 
derived from diphenylterephthalate. 

(2) Polyarylate resins shall have a 
minimum weight average molecular 
weight of 20,000. 

(3) Polyarylate resins may be identi-
fied by their characteristic infrared 
spectra. 

(c) Extractive limitations. The finished 
polyarylate resins in sheet form at 
least 0.5 millimeter (0.020 inch) thick, 
when extracted with water at 121 °C 
(250 °F) for 2 hours, shall yield total 
nonvolatile extractives not to exceed 
2.33 micrograms per square centimeter 
(15 micrograms per square inch) of the 
exposed resin surface. 

(d) Limitations. Polyarylate resin ar-
ticles may be used in contact with all 
foods except beverages containing 
more than 8 volume percent ethanol 
under conditions of use A through H, 
described in table 2 of § 176.170(c) of this 
chapter. 

[52 FR 35540, Sept. 22, 1987]

§ 177.1556 Polyaryletherketone resins. 
The poly(oxy-1,4-phenylenecarbonyl-

1,4-phenyleneoxy-1,4-
phenylenecarbonyl-1,4-

phenylenecarbonyl-1,4-phenylene) res-
ins (CAS Reg. No. 55088–54–5 and CAS 
Reg. No. 60015–05–6 and commonly re-
ferred to as polyaryletherketone res-
ins) identified in paragraph (a) of this 
section may be safely used as articles 
or components of articles intended for 
repeated use in contact with food, sub-
ject to the provisions of this section. 

(a) Identity. Polyaryletherketone res-
ins consist of basic resins produced by 
reacting 4,4′-diphenoxy benzophenone 
and terephthaloyl dichloride in such a 
way that the finished resins have a 
minimum weight average molecular 
weight of 20,000 grams per mole, as de-
termined by light scattering measure-
ments in sulfuric acid at room tem-
perature. 

(b) Optional adjuvant substances. The 
basic polyaryletherketone resins iden-
tified in paragraph (a) of this section 
may contain optional adjuvant sub-
stances required in the production of 
such basic resins. These adjuvants may 
include substances used in accordance 
with § 174.5 of this chapter and the fol-
lowing: 

(1) Benzoyl chloride, poly(tetrafluoro 
ethylene). 

(2) [Reserved] 
(c) Extractive limitations. The finished 

food-contact article yields net total ex-
tractives in each extracting solvent 
not to exceed 0.052 milligram per 
square inch (corresponding to 0.008 mil-
ligram per square centimeter) of food-
contact surface, when extracted at 
reflux temperature for 2 hours with the 
following solvents: Distilled water, 50 
percent (by volume) ethyl alcohol in 
distilled water, 3 percent acetic acid 
(by weight) in distilled water, and n-
heptane. 

(d) In testing the finished food-con-
tact article made of 
polyaryletherketone resin, use a sepa-
rate test sample for each required ex-
tracting solvent. 

[61 FR 42381, Aug. 15, 1996]

§ 177.1560 Polyarylsulfone resins. 

Polyarylsulfone resins (CAS Reg. No. 
79293–56–4) may be safely used as arti-
cles or components of articles intended 
for use in contact with food, at tem-
peratures up to and including normal 
baking temperatures, in accordance 
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with the following prescribed condi-
tions: 

(a) Identity. Polyarylsulfone resins 
are copolymers containing not more 
than 25 percent of oxy-p-phenylene-
oxy-p-phenylenesulfonyl-p-phenylene 
polymer units and not less than 75 per-
cent of oxy-p-phenylenesulfonyl-p-
phenylene-oxy-p-phenylenesulfonyl-p-
phenylene polymer units. The copoly-
mers have a minimum reduced vis-
cosity of 0.40 deciliter per gram in 1-
methyl-2-pyrrolidinone in accordance 
with ASTM method D2857–70 (Re-
approved 1977), ‘‘Standard Test Method 
for Dilute Solution Viscosity of Poly-
mers,’’ which is incorporated by ref-
erence. Copies may be obtained from 
the American Society for Testing and 
Materials, 1916 Race St., Philadelphia, 
PA 19103, or may be examined at the 
Office of the Federal Register, 800 
North Capitol Street, NW., suite 700, 
Washington, DC 20408. 

(b) Optional adjuvant substances. The 
basic polyarylsulfone resins identified 
in paragraph (a) of this section may 
contain optional adjuvant substances 
required in the production of such 
basic copolymers. These optional adju-
vant substances may include sub-
stances permitted for such use by regu-
lations in parts 170 through 179 of this 
chapter, substances generally recog-
nized as safe in food, substances used in 
accordance with a prior sanction of ap-
proval, and substances named in this 
paragraph and further identified as re-
quired:

Substances Limitations 

Sulfolane ..... Not to exceed 0.15 percent as residual sol-
vent in the finished basic resin. 

(c) Extractive limitations. The finished 
polyarylsulfone resin when extracted 
for 2 hours with the following solvents 
at the specified temperatures yields 
total extractives in each extracting 
solvent not to exceed 0.008 milligram 
per square centimeter of food-contact 
surface: distilled water at 121 °C (250 
°F), 50 percent (by volume) ethyl alco-
hol in distilled water at 71.1 °C (160 °F), 
3 percent acetic acid in distilled water 
at 100 °C (212 °F), and n-heptane at 65.6 
°C (150 °F).

NOTE: In testing the finished polyaryl-
sulfone resin use a separate test sample for 
each required extracting solvent.

[50 FR 31046, July 24, 1985]

§ 177.1570 Poly-1-butene resins and 
butene/ethylene copolymers. 

The poly-1-butene resins and butene/
ethylene copolymers identified in this 
section may be safely used as articles 
or components of articles intended for 
use in contact with food subject to the 
provisions of this section. 

(a) Identity. Poly-1-butene resins are 
produced by the catalytic polymeriza-
tion of 1-butene liquid monomer. 
Butene/ethylene copolymers are pro-
duced by the catalytic polymerization 
of 1-butene liquid monomer in the pres-
ence of small amounts of ethylene 
monomer so as to yield no higher than 
a 6-weight percent concentration of 
polymer units derived from ethylene in 
the copolymer. 

(b) Specifications and limitations. Poly-
1-butene resins and butene/ethylene co-
polymers shall conform to the speci-
fications prescribed in paragraph (b)(1) 
of this section, and shall meet the 
extractability limits prescribed in 
paragraph (b)(2) of this section. 

(1) Specifications—(i) Infrared identi-
fication. Poly-1-butene resins and 
butene/ethylene copolymers can be 
identified by their characteristic infra-
red spectra. 

(ii) Viscosity. Poly-1-butene resins and 
the butene/ethylene copolymers have 
an intrinsic viscosity 1.0 to 3.2 as deter-
mined by ASTM method D1601–78, 
‘‘Standard Test Method for Dilute So-
lution Viscosity of Ethylene Poly-
mers,’’ which is incorporated by ref-
erence. Copies may be obtained from 
the American Society for Testing Ma-
terials, 1916 Race St., Philadelphia, PA 
19103, or may be examined at the Office 
of the Federal Register, 800 North Cap-
itol Street, NW., suite 700, Washington, 
DC 20408. 

(iii) Density. Poly-1-butene resins 
have a density of 0.904 to 0.920 gms/cm3, 
and butene/ethylene copolymers have a 
density of 0.890 to 0.916 gms/cm3 as de-
termined by ASTM method D1505–68 
(Reapproved 1979), ‘‘Standard Test 
Method for Density of Plastics by the 
Density-Gradient Technique,’’ which is 

VerDate Mar<13>2002 11:39 Apr 17, 2002 Jkt 197064 PO 00000 Frm 00289 Fmt 8010 Sfmt 8010 Y:\SGML\197064T.XXX pfrm03 PsN: 197064T


